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Revision Log
Page(s) Revision(s)
N/A Original report issue
1 Removed Specimen #1 attachment type in 3.3
4 Removed Test Speciment #1 installation details
6 Removed Test Speciment #1 test results table
Appendix A Removed Appendix A Photographs
Appendix B Added Appendix B Photographs (4pages)
4 Installation measurement
5 Added Reference ATI Job # note
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Appendix A

Sketches
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Photo#2
Specimen #1
Pentagon Flexible Membrane Specimen
Pentagon Flexible Membrane Applied to the Film Edges;
Bridging the Two Opposing Glazing Pockets and Secured by
14.3 mm (9/16") wide Double-sided Tape that was Fabricated
on the Two Outside Edges of the Pentagon Flexible Membrane
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Appendix C

Drawings
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