
(EN 12600:2002) 

Impact 
Level 

Drop 
Height 

Spec. 
No. 

Test 
Standard 

Thickness 
(mm) Observations 

Fragment 
Weight 
(grams) 

Performance 
Classification 

3 190 
mm 

1 

EN 12600 

5.86 No openings -- -- 

2 5.86 No openings -- -- 

3 5.87 Did not break -- -- 

4 5.89 No openings -- -- 

2 450 
mm 

1 

EN 12600 

5.83 No openings 7 -- 

2 5.94 No openings 4 -- 

 

1 

EN 12600 

5.83 No openings 13 1 (B) 1 

2 5.83 No openings 10 1 (B) 1 

3 5.86 No openings 82 1 (B) 1 

4 5.87 No openings 56 1 (B) 1 

*Acceptance Criteria = 24.95 x lite thickness in mm. 
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