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Architectural Testing will service this report for the entire test record retention period.  Test 
records that are retained such as detailed drawings, datasheets, representative samples of test 
specimens, or other pertinent project documentation will be retained by Architectural Testing, 
Inc. for the entire test record retention period. 
 
Results obtained are tested values and were secured using the designated test methods.  This 
report does not constitute certification of this product nor an opinion or endorsement by this 
laboratory.  It is the exclusive property of the client so named herein and relates only to the 
specimens tested.  This report may not be reproduced, except in full, without the written approval 
of Architectural Testing, Inc. 
 
For ARCHITECTURAL TESTING INC.: 
 
 
 
 
    
Keith A. Gurnee - Technician I Gary Hartman, P.E. - Director 
Components / Materials Testing Components / Materials Testing 
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